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TECHNICAL INFORMATION
KB-6165 (ANSI: FR-4.0)
BRI B R
B Features
e Tg 150°C (DSC i), K Z-#ll CTE i1 e Tg150°C (By DSC), low Z-axis expansion
o PR T v e High Temperature of Decomposition (Td)

DE R TR e, fEd A2 JCHTHRIRE 2R

54 IPC-4101C/124 ARG TR

e Excellent heat resistance and appropriate
for Lead Free Assembly.
e [PC-4101C/124 specification is applicable .

o AEXUEUL b A F AN IR e Dicy —free and no filler
o [UFINI 4 & & TiTR 1k e ANTI-CAF
. EEY
General Properties — 4¢P
. Test Method o Specification Typical
;ﬁt&?g ;r}i (IPC-TM-650) TGZEC;E;O“ (IPC-4101C) Value
3 A S
> W7 7% ’ BUAS A
Peel Strength (1 oz.) N " 125°C >0.70 1.35
o ) R mm * Float 288°C/ 10 Sec >1.05 1.42
Flammability .
e Rating UL94 E-24/23 UL94 V-0 V-0
Thermal St
w Sec 2.4.13.1 Float288 ‘C /unetched =10 60
Glass Transition (Tg) 5
TR AL ® 2.4.25 E-2/105 DSC >150 153
Surface Resistivity a 7
5 7 e L MQ 2.5.17.1 C-96/35/90 >1.0x10 1.0x10
Volume Resistivity 6 9
VA e B MQ-cm 2.5.17.1 C-96/35/90 =1.0X10 1.0x10
Moisture Absorption < i
ot 0 5 6al . <0.35(min0.51) 0.16
/ <0.80(max0.51) 0.30
Dielectric Breakdown
ety KV 2.5.6 D-48/50+D0.5/23 =40 72
Dielectric Strength
B KV/mm 2.5.6.2 D-48/50+D0.5/23 =29 46
Flexural Strength 2 Warp =415 560
S N/mm 2.4.4
USRI Fill =345 430
Dielectric Constant
ey K — 2552 Etched/@1 MHZ <5.4 4.65
Loss Tangent
T - 25.52 Etched/@1 MHZ <0.035 0.018
—
;{T{JC ;&S@tame Sec 2.5.1 D-48/50+D0.5/23 >60 125
Z-Axis ppm/C <60/300 55/287
CTE ) 2.4.24 E-2/105 TMA
Expansion % (50-260°C) <35 3.1
TD C 2.4.24.6 TGA >325 339
CAF H - 85%,85°C,50V DC >1000 1000
T-260 min 2.4.24.1 TMA >30 50
T-288 min 2.4.24.1 TMA >5 23

Remarks: Specimen Thickness: 1.6 mm

FERERE: 1.6 mm

A= Keep the specimen originally without any process i R AL A VEALEE

C = Temperature and humidity conditioning & fEL1H 5 (1) 25 < HH AL 2

D = Immersing in distilled water with temperature control. 7% 7F [H 7 17K HH AL 215
E = Temperature conditioning £ i iff [ 2555, HH AL 21
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Other data for references

HeHgn (Ut z)

Item Unit Typical Value Item Unit Typical Value
Young’s [ Warp Million 3.5 Poisson’s | Warp 0.14
modulus | Fill psi 32 ratio Fill - 0.13

Tailors | Warp Million 33 Tensile | Warp N/ 385
modulus Fill psi 2.9 strength Fill 265

Speciality Chart #4451 &

Td(TGA)=339.34C

Delamination 43 2] [i](T-288 test by TMA)

Weight Change (%)

lemperature (*C)

Change (m)

Cimension

/

zzzzzzz

Time (min)

Dielectric constant /1 1L #4

CTE Z

A R (test by TMA)

5

48
16 Pe

4.4

4.2

4

1510 50
(R/C=42%) MHZ

100

jon Change ()

Dmensi

Applications [V FH 4k

e Computer, communication equipment, instrument, OA equipment, etc.
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Purchasing Information RJE{5 &
Base Color Thicknesses Copper Cladding Regular Sizes
AR J3 R 0§ B R
915*1220mm  (36"*48")
{ 0.05mm ~ 18um /35
s o Hm o Hm 1020%1220mm . (40"*48")
Yellow 3.2mm 70pm /105pum
1067*%1220mm  (42"*48")

Note: Other sheet size and thickness could be available upon request.
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